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Subject: Use of Non-Portlan
Applications 
  
Discussion: 
Natural Hydraulic Lime (NHL) mortars co
portland cement. NHL is a product produ
followed by reduction to powder by slaki
set with water, and a secondary set by a
 
Hydraulic hydrated lime is produced by c
synthetic mixture of a similar compositio
sufficient free lime to permit hydration, le
only by absorption of CO2.  This limits the

on-Portland cement NHL mortars have
ermeability, and resistance to salts, we
ortars are self healing.   

hen compared to traditional portland-c
HL mortars have some limitations that 
ompressive strength of Type S mortar i
o sand) mix ratio.  NHL mortars take co
nd in many cases do not reach compar
4 month compressive strength of NHL 
f Type S mortar which is 1800 psi. 

tructural walls, such as CMU bearing w
ay need to cure for 24 months before a
he low strengths can result in thicker, m

imes can have a significant effect on co

or more information, go to www.limes.
  
Recommendation:  
Do not use NHL mortars for new constru
 
Do not use hydraulic hydrated lime. 
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d Cement Lime Mor
  

nsist of lime, sand and water
ced by burning argillaceous o

ng, with or without grinding. H
bsorption of CO2. 

alcining a limestone containin
n) to temperature short of inci
aving unhydrated calcium sili
 thickness of the material. 

 many desirable properties, in
ather, bacteria and vegetation

ement based mortars such as
should be considered by the d
s approximately 6 times that o
nsiderably longer to cure than
able strengths even after 24 m
3.5 mortar is 1251 psi, compa

alls or retaining walls constru
 reasonable, although low, st
ore expensive walls.  In addi

nstruction schedules. 

us

ction.  
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tar for Structural 

; they do not include 
r siliceous limestone 
ydraulic lime has an initial 

g silica and alumina (or a 
pient fusion to form 
cates.  Hydrated lime sets 

cluding elasticity, 
 growth.  In addition, NHL 

 Types M, S and N, the 
esigner.  The 28 day 
f NHL 3.5 with a 1:2 (lime 
 portland-cement mortars, 
onths of cure time.   The 

red to the 28 day strength 

cted with NHL mortars, 
rength can be achieved.  
tion, the extended curing 
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NHL mortar was 
used in this CMU 
retaining wall, as 
well as the stone 
veneer.  Backfill 
heights were 
limited until the 
NHL mortar 
reached adequate 
strength. 
 
 
 
 
 
 
 
 
 

 
 
 
 
 
 

 
Typical NHL 
product 
container. 
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